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WELDABILIIY OF HIGH-TOUGHNESS IRON - 12-PERCENT-NICKEL ALLOYS WITH 

REACTIVE METAL ADDITIONS OF TITANIUM, ALUMINUM, OR NIOBIUM 

by Jack H. Devletian,* Joseph R. Stephens, and Walter R. Witzke 

Lewis Research Center 

SUMMARY 

The weldabilities of three high-strength, high-toughness Fe-12Ni alloys were inves- 
tigated. These experimental alloys were Fe-l%Ni-O.25Ti, Fe-12Ni-O.5A1, and Fe-12- 
Ni-O.25Nb. Gas-tungsten a r c  (GTA) welds were deposited on 0.1- and 0.7-cm-thick 
workpieces using filler metal of the same composition as that of the base alloy. 
Equivalent-energy fracture toughness KIcd and transverse-weld tensile behavior were 
evaluated at 25' and - 196' C. Additional evaluation included weld-crack susceptibility 
tests, electron microprobe analyses, metallography, and X-ray diffraction. 

At -196' C the Fe-12Ni-O.25Ti alloy possessed excellent as-welded fracture tough- 
ness in the weld and the heat-affected zone (HAZ). In addition, the weld and HAZ tough- 
nesses were not significantly influenced by the weld cooling rate, implying that virtually 
any thickness of this alloy could be welded. The toughnesses of the Fe-12Ni-O.5Al alloy 
weld and HA2 were low at -196' C but were effectively increased to the level of the base 
alloy by postweld quench annealing at 550' C. The Fe-12Ni-0.25Nb alloy weld had the 
poorest fracture toughness in the as-welded condition, only 14 percent of the base alloy 
toughness . 

The transverse-weld tensile properties at 25' and -196' C of the titanium- and 
aluminum-bearing alloys were comparable to those of the wrought base alloy since these 
tensile specimens always failed in the base alloy. However, the transverse-weld tensile 
properties of the niobium-bearing alloy at -196' C were  erratic. 

aluminum- and titanium-bearing alloys were resistant to weld cracking but that welds 
deposited on the niobium-bearing alloy tended to hot crack readily. 

cryogenic material that requires neither pre- nor postweld heat treatment to be welded 
in virtually any thickness. The Fe-12Ni-O.5Al alloy also has excellent weldability pro- 
vided each weld joint is postweld quench annealed at 550' C. 
is not considered weldable. 

Circular patch tests of weld-crack susceptibility showed that welds deposited on the 

Based on these evaluations, the Fe-12Ni-O.25Ti alloy is considered a fully weldable 

The Fe-12Ni-O.25Nb alloy 

*Assistant Professor of Materials Science, Youngstown State University, young- 
stown, Ohio; Summer Faculty Fellow at the Lewis Research Center in 1975 and 1976. 
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INTRODUCTION 

The need for alloys in cryogenic service has increased substantially during recent 
years. For example, the transport and storage of liquefied natural gas (which boils at 
-160' C) requires large amounts of alloys for cryogenic service. Iron-base alloys that 
are currently in  use or that are being considered for cryogenic applications include 304 
stainless steel, 9 nickel steel, and 5 nickel steel (ref. 1). The 304 stainless steel is a 
high-toughness - low-strength alloy, but the 9 and 5 nickel steels have somewhat lower 
toughness at higher strength levels. 

In an alloy development study at the University of California (ref. 2), an experi- 
mental Fe-12Ni-0.3Ti alloy that had been heat treated to produce an extremely fine grain 
size exhibited the same toughness at -196' C as 304 stainless steel and was as strong as 
the 9 nickel steel. More recently, Witzke and Stephens (ref. 3) have identified several 
reactive metal additions that improve the -196' C toughness of the Fe-12Ni alloy without 
the need for complex grain-refining heat treatments. For these experimental alloys to  
be usable at cryogenic temperatures, their ability to be welded without sacrificing a sub- 
stantial degree of toughness and strength must be demonstrated. 

promising experimental Fe -12Ni-reactive metal alloys identified in reference 3. The 
1 three alloys selected were Fe-l2Ni-O.25Ti, Fe-l2Ni-0. 5A1, and Fe-12Ni-O.25Nb. 

These alloys d l  have excellent tensile strength and fracture toughness at cryogenic tem- 
peratures. Welding by the inert gas-tungsten a rc  (GTA) technique was performed on 0.1- 
cm-thick sheet and on 0.7-cm-thick plate. Equivalent-energy fracture toughness KIcd 
testing was the primary means of assessing the weldability of these experimental alloys. 
In addition, transverse-weld tensile tests, circular patch tests, and supplementary met- 
allographic and electron microprobe evaluations were conducted. 

This investigation was made to determine the relative weldability of the three most 

EXPERIMENTAL PROCEDURE 

Materials 

The Fe-l2Ni alloys used in this investigation were prepared from vacuum-processed 
iron rod of 99.95-wt % purity, electrolytic nickel chips containing less than 100-ppm (by 
weight) total interstitial impurities, and the reactive metals titanium (containing less 
than 5000-ppm interstitial impurities) and aluminum and niobium (with less than 100-ppm 
total 0, N, and C). 

'ALL experimental alloy compositions in this report are given in atomic percent. 
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Ingots were prepared by nonconsumable arc melting of 1000-gram charges in a 7.5- 
cm by 7.5-cm by 3-cm-deep water-cooled copper mold after evacuating and backfilling 
with argon to  one-half atmospheric pressure. To adequately homogenize the ingots, each 
was given a minimum of four melts. 

Two ingots of each alloy were hot rolled a t - l l O O o  C after annealing for 1/2 hour at 
that temperature. The rolling procedure included 15-percent reductions per pass and 
two rolling passes per 5-minute reheat. For each alloy, the first ingot was rolled to a 
thickness of 0.1 cm and the second was rolled to  a thickness of 0.7 cm. These two sizes 
were selected because the 0. l-cm thickness is used in  fabricating commercial cryogenic 
containers and the 0.7-cm thickness was required for fracture toughness evaluation. 

The 0. l-cm-thick, hot-rolled sheet was prepared for welding by shearing it into 
8.9-cm by 7.6-cm sections. The 0.7-cm-thick, hot-rolled plate was machined into 6.4- 
cm by 5. l-cm sections each containing a double-V groove, as shown in figure l(a). Ap- 
proximately two-thirds of the sections were heat treated to achieve maximum fracture 
toughness at -196' C prior to welding. This heat treatment varied for each alloy (ref. 3): 
The Fe-laNi-O.25Ti alloy was annealed for 2 hours at 685' C in an argon atmosphere, 
followed by a rapid brine quench. The Fe-12Ni-0.5Al and Fe-12Ni-O.25Nb alloys were 
similarly quench annealed at 550' and 820' C,  respectively. All  specimens to be welded 
were grit blasted and cleaned in acetone. Some of the welded specimens were postweld 
quench annealed by the procedures described. 

Pr o ce dur e 

Welding. - Full-penetrating, single-pass welds were deposited on all 0. l-cm-thick 
sheet specimens by using the autogenous GTA welding process with 200-cm /sec argon 
gas shielding. All 0. 7-cm-thick specimens were GTA welded in four passes (pass se- 
quence shown in fig. l(b)) by using 0.23-cm-diameter filler metal swaged from the base 
metal. Welding parameters were 50 to 100 A, 9 to 11 V, and 15- to 25-cm/min travel 
speed for the 0. l-cm-thick sheet and 130 to 140 A, 11 to 13 V, and 10- to 15-cm/min 
travel speed for the 0.7-cm-thick specimens. 

Weld cooling rates were measured at 700' C for each weld by plunging a 0.038-cm- 
diameter W/W-26Re thermocouple directly into the weld pool. Cooling curves for each 
weld were recorded on a continuous chart recorder. Three weld cooling rates, from 3' 
to  142' C per second, were investigated. Slow weld cooling rates were obtained by pre- 
heating the workpiece to 260' C. Extremely fast cooling rates were obtained by tightly 
clamping a 0.7-cm-thick copper backup plate to the workpiece. Intermediate or normal 
weld cooling rates were obtained by allowing the weld metal to cool i n  air with neither 
preheating nor backup material. 

3 
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Fracture toughness test. - Slow-bend test specimens were used to determine the 
fracture toughness of both the weld and the heat-affected zone (HAZ). The test speci- 
mens were 5.08-cm by 1.00-cm by 0.64-cm notched Charpy bars. Two sets of bars 
without notches were first machined from the welded sections. Each bar was etched 
with 2 percent Nital to reveal the weld location so that the notch on one set could be ma- 
chined in the weld metal and the notch in the second set could be machined in the HAZ. 
Each specimen was then fatigue cracked to an initial ratio of crack length to specimen 
width a/W of approximately 0.4. Testing was conducted in a three-point bending appa- 
ratus immersed in a liquid-nitrogen bath o r  a t  room temperature. The specimens were 
positioned between a 0.64-cm-diameter center roller and two similar support rollers to 
provide a support span of 3.81 cm. A crosshead speed of 0.13 cm/min was used. A 
load/displacement curve was generated from the outputs of a load cell that supported the 
bend apparatus and a double-cantilevered clip-on displacement gage (ref. 4). This gage 
sensed the crack opening displacement through the vertical movement of a ceramic rod 
riding on the bend bar. The fracture toughness parameter KIcd was determined from 
load/displacement curves by using the KIc equation for a slow-bend test specimen given 
in ASTM standard E399 (ref. 4) as modified by the empirical equivalent energy method 
(ref. 5). The relation used for calculating the fracture toughness of a slow-bend test 
specimen was 

BW3/2 
KIcd = 

where 

S 

p2 

*1 

A2 
a 

W 

f(a/W 
B 

span 

any load on linear portion of load/displacement curve 

area under curve to maximum load 

areaunder curve to P2 

specimen crack depth 

specimen width 

value of power series for a/W (given in ref. 4 )  

specimen thickness 

The fracture toughness data presented are generally values obtained from single tests. 
Tensile tests. - Flat transverse-weld tensile specimens with reduced section di- 

mensions of 0. 10 cm by 0.63 cm and a gage length of 2.54 cm were tested at 25' and 
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-196' C at a crosshead speed of 0.13 cm/min. Similar unwelded specimens also were 
tested to provide reference base alloy properties. 

Weld cracking test. - The standard circular patch test for crack susceptibility (test 
61 i n q f .  6) was employed to determine the resistance of each alloy to hot and cold weld 
cracking. Gas-tungsten a rc  welds were deposited along a 5.1-cm-diameter circle on 
0.1-cm-thick sheets. Welding was done manually at room temperature. 

Electron - microprobe. - Microprobe analyses, using the specimen traverse tech- 
nique, were conducted on the weld metal and the HAZ to detect the presence and distribu- 
tion of nickel, titanium, aluminum, and niobium in the Fe-12Ni alloys. 

Metallography. __ - All welded joints were sectioned transversely for metallographic 
examination. Etchants employed included standard 2-percent Nital to reveal the cellular 
solidification structure; and a three-acid etchant consisting of 1 part by volume hydro- 
fluoric acid, 33 parts nitric acid, and 33 parts acetic acid in 933 parts water to show the 
weld structure resulting from solid-state transformations. 

RESULTS 

The weldabilities of Fe-l2Ni alloys containing additions of titanium, niobium, and 
aluminum were evaluated by equivalent-energy fracture toughness KIcd and transverse- 
weld tensile tests. Results from these tests are presented in tables I and II, respec- 
tively. Unless otherwise indicated, all weld properties cited herein are  for welds made 
under intermediate o r  normal cooling rates. 

Fracture Toughness 

At -196' C ,  the Fe-12Ni-O.25Ti alloy had high as-welded KIcd fracture toughness 
values (227 to 347 MPa fm) in both the weld and the HAZ with or without preweld heat 
treatment. These toughness levels compared favorably with that of the base alloy 
(275 MPaflm) that had been quench annealed at 685' C for maximum toughness as shown 
in figure 2. Postweld heat treating had little effect on the toughness of the weld or the 
HAZ of this alloy. A s  shown in figure 3(a), minor increases in weld and HAZ fracture 
toughness values were observed as the weld cooling rate was increased. 

in the as-welded condition (with o r  without preweld heat treatment) were generally poor: 
69 to 81 M P a  fm as compared with 284 MPA <m for the heat-treated base alloy, as 
shown in figure 2. However, postweld quench annealing these welded specimens at 
550' C effectively increased the weld and HAZ toughness values (275 and 300 MPa fm, 

For the Fe-12Ni-0.5Al alloy at -196' C, the weld and HA2 fracture toughness values 
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respectively) to approximately the level of the base alloy. From figure 3(b), the weld 
cooling rate had no significant effect on the weld or HAZ toughness values for this alloy. 

The as-welded fracture toughness values of the Fe-12Ni-0.25% alloy at -196' C 
were also poor: 47 to 205 MPa <m as compared with 329 MPaTm for the quench- 
annealed base alloy (fig. 2). With postweld quench annealing at 820' C, the HAZ tough- 
ness value (320 MPafm) was effectively raised to the level of the base alloy, but the 
toughness of the weld (213 MPafm) remained significantly below that of the base alloy 
(329 MPaflm). As shown in figure 3(c), the weld cooling rate had only a minor effect on 
toughness. 

shown in figure 4. The titanium-containing alloy had relatively high weld and HAZ frac- 
ture toughness values: 188 and 264 MPa <m, respectively, in the as-welded condition as 
compared with 276 MPa Tm for the quench-annealed base alloy. The corresponding 
weld toughness values for the aluminum- and niobium-bearing alloys at 25' C were sig- 
nificantly lower than their respective base -alloy toughness levels. 

Fracture toughness trends observed at 25' C were similar to those at -196' C, as 

Tensile Properties 

The transverse-weld tensile properties at -196' C of the Fe-12Ni-0.25Ti alloy 
(fig. 5) compared closely with those of the quench-annealed base alloy. The weld cooling 
rate did not affect its tensile properties, and all transverse-weld specimens failed out- 
side the weld. Postweld quench annealing of these specimens resulted in no major 
changes in tensile properties, as shown in figure 6. 

were comparable to those of the base alloy except for tensile elongation. The weld-joint 
elongation of 12 percent was f a r  below the 28 percent recorded for the base alloy in the 
quench-annealed condition. All fractures of the transverse -weld tensile specimens oc- 
curred outside both the weld and the HAZ. The weld cooling rate had no appreciable ef- 
fect upon tensile properties, as shown in figure 5. Postweld quench annealing at 550' C 
resulted in a minor increase in elongation accompanied by corresponding decreases in 
tensile and yield strengths (fig. 6). 

those of the quench-annealed base alloy only when the transverse-weld specimen failed 
outside the weld (fig. 5). Tensile failures occurring within the weld zone resulted in 
lower and more erratic tensile properties. For example, the elongation and yield 
strength values of transverse-weld specimens failing outside the weld had elongations of 
10 to 11 percent and yield strengths of 958 to 979 MPa; those specimens failing in the 
weld had elongations of 0 to 6 percent and yield strengths of 820 to 965 MPa. The weld 
cooling rate appeared to have little effect upon weld-joint properties. A s  shown in 
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figure 6, postweld quench annealing at 820' C tended to improve ductility and to decrease 
the occurrence of weld metal failures. 

The weld-joint tensile properties at 25' C of the Fe-l2Ni alloys containing titanium, 
aluminum, and niobium (fig. 7) displayed the following general similarities: (1) all 
transverse-weld tensile specimens failed outside the weld, (2) the weld cooling rate had 
virtually no effect on tensile properties, (3) the weld-joint properties for each alloy 
tended to parallel those of the quench-annealed base alloy, and (4) postweld quench an- 
nealing resulted in very little change in elongation and only slight decreases in tensile 
and yield sirengths (table II). 

Crack Susceptibility of Welds 

Gas-tungsten arc  welds made on 0.1- and 0.7-cm-thick specimens of Fe-l2Ni-0.25 
Ti and Fe-12Ni-0. 5A1 alloys were defect free a s  evidenced by radiographic inspection. 
However, cracking problems were encountered when the 0. 7-cm-thick specimens of Fe- 
12Ni-0.25Nb alloy were GTA welded by using filler metal of the same composition as the 
base alloy. This alloy exhibited strong hot-cracking tendencies during the first and sec- 
ond passes of the four-pass weld (welding sequence shown in fig. l(b)). No cracking re -  
sulted when the relatively unrestrained 0. l-cm-thick sheet specimens were GTA welded. 

Standard circular patch tests (ref. 6), using the 5.1-cm-diameter GTA weld circle, 
verified these hot-cracking observations. The aluminum- and titanium-bearing alloys 
had excellent resistance to hot and cold cracking, while the niobium-bearing alloy showed 
extensive hot cracking along the centerlines of each weld. 

Chemistry - Metal Transfer Through Arc 

High transfer efficiencies (i. e. , transfer of alloying elements from filler metal to 
weld) were obtained in this investigation for the major alloying elements nickel, titanium, 
aluminum, and niobium during GTA welding (table m). Even titanium, which is one of 
the most difficult elements to transfer across a welding arc, was successfully trans- 
ferred with an efficiency of 81 percent. 

contamination from the atmosphere. Comparing the oxygen, nitrogen, and carbon con- 
tents of the weld metal and the adjacent base alloy (table IIC) showed that the interstitial 
content was low in both regions. 

The GTA welding process effectively protected the molten weld pool from interstitial 

7 



Weld Microstructure 

The solidification structures of all three Fe-l2Ni alloys (as revealed by etching in 
Nital) were typically cellular over the wide range of weld cooling rates investigated (3' 
to 142' C per sec). Each weld metal grain grows epitaxially from the HAZ and contains 
the cellular substructure (fig. 8(a)). Postweld quench annealing to maximize toughness 
had little effect on the solidification structure (fig. 800)). 

weld microstructures associated with solid-state transformations during weld cooling. 
Results showed only minimal effects from additions of titanium, aluminum, and niobium 
to the Fe-12Ni base alloy. Figures 9(a-1), (b-1), and (c-1) show the weld microstruc- 
tures of titanium-, aluminum-, and niobium-bearing alloys in the as-welded condition to 
be essentially all martensitic. Our X-ray diffraction studies of these alloy welds clearly 
indicated the presence of at least 99-percent martensite, with the remaining 1 percent at- 
tributed to retained austenite. The wide range of weld cooling rates used in this investi- 
gation had no significant effect on the resulting martensitic structure. The only char- 
acteristic microstructural feature resulting from the addition of titanium, aluminum, and 
niobium was the precipitation of interstitial compounds, which appear as widely scattered 
microscopic particles in figure 9. 

The metallurgical condition of the workpiece prior to welding had no appreciable ef- 
fect on the weld microstructure. Welds deposited on both hot-rolled sheet and quench- 
annealed sheet had essentially identical weld and HA2 microstructures, similar to those 
shown in figures 8 and 9, for all three alloys tested. 

toughness had several significant effects on the microstructures. The Fe-12Ni-O.25Ti 
alloy weld was quench annealed at 685' C, which is in the ferrite-plus-austenite range. 
This weld microstructure (fig. 9(a-2)) contains a fine, laminated morphology of ferrite 
(light) and tempered martensite (dark). Quench annealing the Fe-12Ni-O.5Al alloy weld 
at 550' C effectively tempered the as-welded martensitic structure, as  shown in fig- 
ure 9(b-2). Quench annealing the Fe-12Ni-O.25Nb alloy weld at 82D0 C produced a fine- 
grained martensitic structure, shown in figure 9(c-2). 

These welds were repolished and etched with the three-acid etchant to reveal the 

Postweld heat treating of the martensitic weld structures to attain maximum fracture 

Ele ctr on-Micropr obe Analyses 

Results from microprobe scans across the welds of the three experimental alloys in- 
dicated that nickel segregated strongly at practically all solidification cell boundaries. 
For example, with the Fe-12Ni-O.25Nb alloy, nickel peaks occurred at every optically 
observed cell boundary (fig. 10 shows a segment of the nickel and niobium scans). About 
three-fourths of the strong niobium peaks occurred at these same boundary locations. 
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The sole noncorresponding niobium peak in this figure, indicated by the letter "A, " oc- 
curred at a niobium-rich precipitate within a cell. In the weld metal of the aluminum- 
and titanium-bearing alloys, somewhat weaker aluminum and titanium peaks were de- 
tected at cell boundaries. Since the detection limit of these elements in the scanning 
mode was about 0. 1 percent by weight, small concentration gradients of titanium, alumi- 
num, and niobium between cell centers and peripheries could not be detected. No sig- 
nificant segregation of alloying elements was observed in the HAZ. 

DISCUSSION 

Fracture Toughness 

The most promising alloy from a weldability viewpoA is the Fe-12Ni-O.25Ti alloy. 
This alloy exhibited the highest weld and HAZ equivalent -energy fracture toughness KIcd 
values at 25' and -196' C in the as-welded condition. From figures 2 to 4,  the weld and 
HAZ fracture toughness values of this alloy were about equivalent to those of the base al- 
loy, which was quench annealed at 685' C for maximum toughness. However, even more 
important is the fact that the HAZ toughness value in the as-welded condition actually ex- 
ceeded that of the base alloy. This is extremely significant from a structural point of 
view because the HAZ is an inherent part of the wrought base alloy. The toughness of the 
HAZ cannot be changed except by postweld heat treatment, which may, in many cases, be 
impractical or uneconomical. On the other hand, virtually any value of toughness may be 
obtained in the weld metal by simply choosing the appropriate filler metal composition. 
Thus, a high-toughness alloy that has a high HAZ toughness in the as-welded condition is 
ideal for welding applications in the field, where postweld heat treating is unfeasible. 
This points up a potential commercial advantage of the Fe-12Ni-O.25Ti alloy over the 
niobium- and aluminum-bearing alloys, which have poor as-welded toughness in the HAZ. 
F'urthermore, the weld and HAZ toughness of the titanium-bearing alloy was unaffected 
by the weld cooling rate (figs. 3 and 4). A s  a result, welds could be made on practically 
any thickness of sheet or  plate while still maintaining high toughness. Finally, the cost 
of filler metal is substantially reduced without an appreciable loss in overall weld-joint 
toughness by using the Fe-12Ni-O.25Ti alloy filler metal to replace the more expensive 
nickel-base fillers that are commonly used to weld Fe-9Ni alloys (ref. 7). 

ness, the aluminum-bearing alloy also becomes attractive. Although the weld and HAZ 
toughness values at -196' C of the Fe-12Ni-O.5Al alloy (fig. 2)  were poor in the as- 
welded condition, they were excellent after quench annealing at 550' C, equaling that of 
the base metal. Therefore, all cryogenic structural applications using the almninum- 
bearing alloy would require postweld quench anneal. 

For applications where the welds can be postweld heat treated to maximum tough- 
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The most difficult weldability problems were encountered with the Fe-12Ni-O.25Nb 
alloy, which had the highest wrought alloy toughness of the three alloys investigated. 
Welds made from this alloy were not only hot-crack sensitive and low in toughness but 
also inadequately responsive to postweld quench annealing (fig. 2). Clearly, welding the 
niobium-bearing alloy would require development of a tough filler alloy for higher weld- 
metal toughness. 

Weld Cracking and Tensile Properties 

The titanium- and aluminum-bearing alloys have good resistance to weld cracking, 
but the niobium-bearing alloy is plagued with a serious hot-cracking problem. Unless a 
suitable filler metal is developed, the general usefulness of the Fe-12Ni-O.25Nb alloy as 
a fabricable cryogenic steel would be severely limited. 

Except for lower ductility in the aluminum-bearing alloy welds, the transverse-weld 
tensile properties at -196' C of the titanium- and aluminum -bearing alloys were gener - 
ally comparable to their respective quench-annealed base alloy properties since all fail- 
ures occurred in the base alloy. Only the niobium-bearing alloy displayed erratic 
transverse-weld tensile properties (fig. 5). The scope of this work does not permit a 
full explanation of this behavior at -196' C. However, the low solubility of niobium in 
iron (<O. 5 at. %) as compared with solubilities of approximately 8 and more than 20 
at. % for titanium and aluminum, respectively, in iron may partially account for the er- 
ratic behavior of the niobium-bearing alloy. Cell  boundary segregation of reactive 
metals in the weld was  more prominent in the niobium-bearing alloy, as evidenced by 
electron microprobe results. This suggests that the lower solubility of niobium in iron 
led to this high level of segregation, which may be a cause of the poor weld properties of 
this alloy. 

The transverse-weld tensile properties at room temperature of the three alloys 
studied were all generally comparable to those of their respective base alloys. Since all 
failures occurred outside the weld, design parameters for welded joints in room- 
temperature applications could be based on the lower base-alloy strength properties 
rather than on those of the weld. 

Applicability of Other Welding Processes 

In this investigation, the GTA welding process was used because it is the "clean- 
est, " commonly used process for welding sheet. The dense argon gas adequately shields 
the molten Fe-l2Ni alloy welds from interstitial contamination (table 111). Although only 
the GTA welding process was studied herein, we  can speculate about the applicability of 
other welding processes. Other welding processes that similarly protect the molten weld 
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pool from the atmosphere should also be suitable; for example, gas-metal arc,  plasma 
arc, resistance, diffusion, or  electron-beam welding. However, potentially contami- 
nating processes such as shielded-metal arc, submerged arc, flux-cored gas-metal arc,  
or  electroslag welding probably are not applicable for these alloys since contamination 
could lead to low fracture toughness. Furthermore, the shielding gas required to weld 
Fe-12Ni alloys must be dry and inert (such as dry argon o r  helium) and not reactive like 
carbon dioxide o r  oxygen. 

CONCLUDING REMARKs 

The strikingly high weld and HAZ toughness combined with good transverse-weld 
tensile properties emphasizes the great potential of the Fe-12Ni-O.25Ti alloy as a fully 
weldable and fabricable cryogenic alloy. Neither pre- nor postweld heat treatments are 
required to GTA weld virtually any thickness of this alloy. Yet, the average weld and 
HAZ toughness levels are approximately equal to those of the quench-annealed base alloy. 
However, to weld this alloy properly and to efficiently transfer titanium across the weld- 
ing arc, it is necessary to use a welding process that fully protects the molten weld pool 
from interstitial contamination. The widely used GTA welding technique is such a 
process. 

CONCLUSIONS 

The effects of gas-tungsten arc (GTA) welding on Fe-12Ni alloys containing small 
additions of titanium, aluminum, or niobium were evaluated by equivalent-energy frac- 
ture toughness KIcd and tensile studies of welded specimens at -196' and 25' C .  Based 
on this study, the following conclusions were reached: 

postweld heat treatment and can achieve weld properties comparable to those of the base 
1. The Fe-12Ni-0.25Ti alloy is weldable in virtually any thickness without pre- or 

alloy. 

strength only after a postweld heat treatment. 

encies and poor mechanical properties in the weld and the heat -affected zone. 

2. The Fe-12Ni-O.5Al has good weldability but develops original toughness and 

3. The Fe-12Ni-O.25Nb alloy is not weldable because of severe hot-cracking tend- 

4. The GTA welding process is an excellent method for welding Fe-12Ni alloys. 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, November 2, 1976, 
506- 16. 
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TABLE I. - FRACTURE TOUGHNESS PROPERTIES O F  GAS-TUNGSTEN 

ARC WELDED Fe-12Ni ALLOYS USING 0.7- 

CENTIMETER-THICK P L A T E  

Prewe ld  Postweld 

Condition I Weld IFracture toughness, ICZcd, M P a  fi _ _  .. 
cooling ' 
rate. At -196OC I At 25' C 

__-______- -  
None 
Hea t  t rea tedd  
None 
None 
None 

I I OC/sec I Weld I HAZa I Weld I HAZa 

-- 
44 
44 
44 
81 
2 

B a s e  alloyb9' 
Hot rolled 
Hot ro l l ed  
Heat  treated' 
Heat treated'  
Heat treated'  

B a s e  alloyb9e 

Heat  t rea tede  

Heat t rea tede  

Hot ro l l ed  
Hot ro l l ed  

Heat  t rea tede  

B a s e  alloyb9d 
Hot ro l l ed  
Hot rolled 
Hea t  treatedd 

d Hea t  treated 
d Heat t r ea t ed  

__--_----- - -- 
None 44 
Heat t rea tede  44 
None 44 
None 81 
None 2 

Fe-laNi-O.25Ti alloy 

275 275 276 276 
227 286 --- --- 
258 269 --- --- 

None 
None 
None 

44 

Fe-12Ni-O.5Al alloy 
I 

284 
77 

2 75 
69 
85 
77 

2 84 
71 

3 00 
81 

1 02 
71 

Fe-12Ni-O.25Nb alloy 

32 0 
--- 
--- 
169 
311 
194 

aHeat-affected zone. 
bData f r o m  ref.  3. 
'Annealed 2 h r  at 685' C and w a t e r  quenched. 
dAnnealed 2 h r  at 550' C and w a t e r  quenched. 
eAnnealed 2 h r  at 820' C and  wa te r  quenched. 
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1145 
1062 
1020 
1014 
945 

1007 
1027 
1020 
821 

18 -----_____ 
11 Base alloy 
11 Base alloy 
6 Weld 

Nil Weld 
11 Base alloy 
10 Basealloy 
9 Base alloy 

Nil Weld 

TABLE II. - TENSILE PROPERTIES OF AUTOGENOUS GAS-TUNGSTEN ARC WELDED 

Fe-l2Ni ALLOYS USING 0.1-CENTIMETER-THICK SHEET 

Condition -196' C test temperature I 25' C test temperature Weld 
cooling 
rate, 

OC/sec 

Preweld Postweld 

Fe-12Ni-0.25Ti allov 

1062 

982 
917 
993 
979 
9 79 

696 
655 
600 
64 1 
655 
64 1 

19 
11 
11 
11 
12 
11 

62 1 
600 
517 
5 79 
5 79 
586 

---------- 
Base alloy 

1 917 
924 

Fe-lZNi-O.5Al alloy 

_ _ _ _ - _ _ _ _ _ _ _  
None 
Heat t r  eat edd 
None 
None 
None 

--- 
63 
63 
63 

142 
3 

1220 
1069 
917 
951 
938 
965 

14 
7 

17 
12 
13 
10 

752 
683 
5 72 
572 
5 52 
565 

855 
717 
607 
62 7 
593 
6 14 

6 
4 

14 
10 
9 
9 

---- 
Base alloy 

Base alloy 
Hot rolled 
Hot rolled 

d Heat treated 
d Heat treated 

Heat treatedC 

1110 
1020 
869 
910 
883 
903 

Base alloy 
Hot rolled 
Hot rolled 
Heat treatede 

Heat treatede 
Heat treatedC 

689 
703 
593 
648 

64 1 
634 

786 
13 1 
683 
703 

6 89 
676 

---------_ 
Base alloy 
Weld 
Base alloy 

Base alloy 
Base alloy 

1055 
1000 
903 
965 
94 5 
958 
979 
972 
82 1 

_ _ _ _ _ _ _ _ _ _ _ -  

Heat treatede 
None 

I 
aHot rolled. 
bAnnealed 2 hr  at 685' C and water quenched. 
'Preheated to 260' C for welding. 
dAnnealed 2 hr  at 550' C and water quenched. 
eAnnealed 2 hr a t  820' C and water quenched. 
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TABLE III. - CHEMICAL ANALYSIS O F  WELD METAL AND UNAFFECTED 

BASE ALLOY O F  FOUR-PASS GAS-TUNGSTEN ARC WELD JOINTS 

Fe- 12Ni-0.2 5Ti: 
Weld 

B a s e  alloy 

Fe-laNi-O.5Al: 
Weld 
B a s e  alloy 

Weld 
B a s e  alloy 

arc, percent 

Fe-12Ni-O.25Nb: 

Trans fe r  efficiency a c r o s s  

Analyzed alloy content, Analyzed interstitial content,  
ppm by weight 

0 

14 
70 
16 
20  

38 
29 

92 
14 
-- 

-7 
1 
0.7cm 

6 c m  ~~ 

(a) WORKPIECE PREPARATION BEFORE WELDING. 

(b) SUBSEQUENT AS-WELDED CONFIGURATION 
SHOWING WELD-PASS SEQUENCE. 

N 

13 
16 
12 
13 

8 
6 

24 
20 
-_ 

C 

144 
--- 
160 
--- 

14 5 
187 

56 
13 2 
--- 

Figure 1. - Gas-tungsten arc  (GTA) weld joint. 
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W 

0 
mrm 
m 

W 
H 

HOT ROLLED, WELDED 
QUENCH ANNEALED, WELDED 
HOT ROLLED, POSTWELD QUENCH ANNEALED 
WELD 
HEAT-AFFECTED ZONE r 

W H  W H  

(a) Fe-12Ni-O.BTi (BASE ALLOY); KIcd = 

215 MPafi; 685' C. 

I: W 
H W H  

Lb) Fe-12Ni-O.5AI; KIcd = 284 MPafi; 
550' C. 

r" W H  
W H  W H  

Figure 2. - Effects of pre- and postweld heat treatments o n  -196' C f racture toughness of welded Fe-12Ni alloys compared with that of the  
base alloy heat treated for maximum toughness, for various values of equivalent-energy f racture toughness KIcd and annealing tem- 
peratu res. 
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I 

d + WELD 

* HEAT-AFFECTED ZONE 
W BASEALLOY 

I I l a  
(a) Fe-12Ni-O.25Ti. - 

I ~U 
(b) Fe-12Ni-O.5AI. 

0 25 54 75 1M) 
WELO COOLING RATE, 'Clsec 

(c) Fe-12Ni-O.ZuUb. 

Figure 3. - Effect of weld cooling rate on the -196' C 
fracture toughness of Fe-12Ni alloys. (Reference 
base alloy was heat treated for maximum toughness. ) 

+ WELD * HEAT-AFFECTED ZONE 
W BASEALLOY 

-n 300 

E f c 
100 2 

E 

u- 
, 

La) Fe-lZNi-O.25Ti. 
B o  

:[ 100 

0 
(b) Fe-12Ni-0. % I .  

- 
0 25 75 100 50 

WELD COOLING RATE, OClSEC 

I I 

(c) Fe-12Ni-O.25Nb. 
Figure 4. - Effect of weld cooling rate on  250 C frac- 

t u r e  toughness of Fe-12Ni alloys. (Reference base 
alloy was heat treated for maximum toughness. ) 
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u00 

A Fe12Ni-0.25Ti 
0 Fe-12Ni-O.5AI 
0 Fe-lPNi-O.25Nb 
W BROKE I N  WELD 

SOLID SYMBOLS DENOTE BASE ALLOY - 

2 
z 
f 1oo0- 

E 
2 

1020 

917 

0 QUENCH ANNEALED, AS WELDED 

F W  -------a POSTWELD QUENCH ANNEALED r u ~ ~ ~ m ~ ~ ~ ~ ~ ~ ~ ~ ~  
m H  

I 

QUENCH-ANNEALED BASE ALLOY I/ STRENGTH 
DW 3 & 1100 4 %  

w pw 

0 50 100 150 
WELD COOLING RATE, OClsec  

(a) Fe-12Ni-0. '&Ti; 
685' C. 

(b) Fe-12Ni-0.5Al; 
550' C. 

c 
(c) Fe-12". 25Nb; 

820' C. 

Figure 6. - Transverse-weld tensile properties of gas-tungsten arc welded 0.1- 
centimeter-thick Fe-12Ni alloys tested at -196' C, and annealed at various 
temeratures.  

Figure 5. - Effect of weld cooling rate on  transverse- 
weld tensile properties of Fe-1ZNi alloys tested at 
-196O'C. (Properties of base alloy, heat treated 
for maximum toughness, are shown for  compari- 
son (ref. 3). ) 



A Fel2Ni-O.2Xi 

0 Fel2Ni-O.25Nb 
0 Fe-12Ni-0.50AI 

SOLID SYMBOLS DENOTE BASE ALLOY 

-= - -- a- 

I 

20 
I- 

V 

a 

B 
15 

2- 
o_ I- 10 
a 

9 
0 z 

w 5 

(a) As welded. 

0 H) 100 150 
WELD COOLING RATE, oC/sec 

Figure 7. -Effect of weld cooling rate on  transverse- 
weld tensile properties of Fe-12Ni alloys tested at 
25' C. (Properties of base alloy, heat treated to 
maximum toughness, are shown for comparison 
(ref. 3).)  

(b) Postweld quench annealed at  550" C. 

Figure 8. - Typical  cellular solidif ication structure of 
Fe-lZNi-0.5AI weld metal. Etchant, Nital; X100. 
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20 

(a-1) AS WELDED. (a-2) POSTWELD QUENCH ANNEALED 
AT 685' C. 

(a) Fe-12Ni-O.25Ti. 

(b-1) AS WELDED. (b-2) POSTWELD QUENCH ANNEALED 
AT 5%' C. 

(b) Fe-lZNi-O.5AI. 

(c-1) AS WELDED. (c-2) POSTWELD QUENCH ANNEALED 
AT 820' C. 

( c )  Fe-12Ni-O.25Nb. 

Figure 9. -Weld microstructures of Fe-12Ni alloys as welded and postweld quench 
annealed at 685O. 5N0, and 820' C. Etchant, th ree  acids; X7%. 

500 

Ln (a) NICKEL CONCENTRATION PROFILE. 
A z 

E z *rW A 

0 1 ~  
(b) NIOBIUM CONCENTRATION PROFILE. 

Figure 10. - Segment of electron microprebe l i ne  scan for  nickel 
and niobium in gas-tungsten arc  welded Fe-lZNi-O.25Nb. 
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